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HYUNDAI L&C 

   

DESCRIPTION : ONE(1) PIECE OF SUBMITTED CUTTING SAID TO BE FILM. 

========================================================================================
============== ITEM : BODAQ INTERIOR FILM  

========================================================================================
============== TEST CONDUCTED : AS REQUESTED BY THE APPLICANT, FOR DETAILS PLEASE SEE ATTACHED PAGES. 

========================================================================================
============== 
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01. RESISTANCE TO HEAT ( CLIENT'S REQUEST METHOD ) : mm 

  #1 

 LENGTH 0.47 

WIDTH 0.41 

    

 

 ** End of The Report **  
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