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(You can see the authenticity of your test report through the above "Report Verification No." at FITI homepage.)

The test results contained in this report are limited to results on the sample(s) that is provided by client and are not necessarily indicative or representative
of the qualities of the lot from which the sample(s) was taken or of all products. Results contained in this report are not based on the quality certification

of sample by the FITI quality certification program unless specifically requested by the client. Further use of the results of this report is prohibited unless
allowed under a separate agreement set forth in an official document that is established between the client identified on this letter and the FITI.
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01. HEAVY METAL'S CONTENT : mg/kg

e e 5 .
B ITEM | TESTRESULT | TESTMETHOD DETECTIONLIMIT |
 CADMIUM (Cd) . NOTDETECTED \NISTRYOF | 30 |

. LEAD(Pb)  NOTDETECTED | ENVIRONMENT | 60
; MERCURY (Hg) . NOT DETECTED | NOTICE. 2014-32 | 45 ;
 CHROMIUM VI (Cr VI) . NOT DETECTED (e0idac0n | 45 |

NOTE) NOT DETECTED = LESS THAN THE DETECTION LIMIT
THE RELEASE PAPER WAS REMOVED BY THE CLIENT'S REQUEST
THIS STANDARD TEST METHOD WAS APPLIED BY THE CLIENT'S REQUEST.
02. PBBs(POLYBROMINATED BIPHENYLS) CONTENT (KS C IEC 62321-6 : 2015 ) : mg/kg

| # |
ITEM TEST RESULT | DETECTION LIMIT |
MONOBROMOBIPHENYL | LESS THAN 5 5 ]
DIBROMOBIPHENYL | LESS THAN 5 | 5 |

TRIBROMOBIPHENYL | LESSTHAN5 | 5

TETRABROMOBIPHENYL | LESS THAN 5 | 5

' PENTABROMOBIPHENYL | LESS THAN 5 | 5

 HEXABROMOBIPHENYL | LESS THAN 5 | 5
HEPTABROMOBIPHENYL | LESS THAN 5 | 5 |
OCTABROMOBIPHENYL | LESS THAN 5 5 |
NONABROMOBIPHENYL | LESS THAN 5 | 5 |
DECABROMOBIPHENYL | LESS THAN 5 { 5 |

NOTE) THE RELEASE PAPER WAS REMOVED BY THE CLIENT'S REQUEST
03. PBDEs(POLYBROMINATED DIPHENYL ETHERS) CONTENT ( KS C IEC 62321-6 : 2015 ) : mg/kg

#

o e N S T

NMONoRROMoDIRHENVLETHER. 0 lESSYHANS 8B
B L 2

TRIBROMODIPHENYL ETHER ~ LESSTHAN5 5

TETRABROMODIPHENYL ETHER ~ LESSTHAN5 5
PENTABROMODIPHENYL ETHER LESS THAN 5 5
HEXABROMODIPHENYL ETHER LESS THAN 5 5
HEPTABROMODIPHENYL ETHER ~ LESSTHAN 5 5
OCTABROMODIPHENYL ETHER LESS THAN 5 5
NONABROMODIPHENYL ETHER LESS THAN 5 5
DECABROMODIPHENYL ETHER LESS THAN 5 5

NOTE) THE RELEASE PAPER WAS REMOVED BY THE CLIENT'S REQUEST
** End of The Report **

The test results contained in this report are limited to results on the sample(s) that is provided by client and are not necessarily indicative or representative
of the qualities of the lot from which the sample(s) was taken or of all products. Results contained in this report are not based on the quality certification

of sample by the FITI quality certification program unless specifically requested by the client. Further use of the results of this report is prohibited unless
allowed under a separate agreement set forth in an official document that is established between the client identified on this letter and the FITI.
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